Rikiacie za rok 2007

ADCA-Zahr.karent. ¢as.impaktovany

SIDOR, J.- KOVA C, F. - KVACKAJ, T.: Grain Growth Phenomena and Heat Transpdion-Oriented Electrical
Steels. Acta Materialia, 55, 2007, s.1711-1722

MEDVECKY, L.-STULAJTEROVA, R. - BRIANCIN, J.: Study of Controlled Tetracycline Releas@irPorous
Calcium Phosphates/Polyhydroxybutyrate Compositen@ical Papers, 61, 2007, 6, s.477-484

DUSZA, J.- KASIAROVA, M. - KOVAL CIKOVA, A. - SPAKOVA, J.: High Temperature Properties of a SiCN
Derived SiN4+SiC Micro/Nanocomposite. High Temperature Matsratd Processes, 26, 2007, 1, s.7-15
BESTERCI, M. - DURISIN, J. - SULLEIOVA, K. - OROLINOVA, M. - DURISINOVA, K. : Microstructure
Analysis of Carbonization Kinetics of Al-C Systehtigh Temperature Materials and Processes, 26, Z)&7161-165
KVACKAJ, T. - ZEMKO, M. - KUSKULIC, T. - KGISKO, R. -BESTERCI, M. - DOBATKIN, S. -
MOLNAROVA, M.: Nanostructure Formation and Numeti&mulation of IF Steel in ECAP. High Temperature
Materials and Processes, 26, 2007, 2, s.147-150

DOBES, F. - MILCKA, K. - BESTERCI, M.: Small Punch Testing of Al-4 vol. % £&; Composite in Creep
Conditions. High Temperature Materials and Proces3® 2007, 3, s.193-199

BOCCACCINI, AR. - THOMPSTONE, J. - DESIMONE, DRAWLINGS, R. -KASIAROVA, M. -

SRIVASTAVA, V.: Characterization of Ballistic ImpaDamage in Wired Glass. International Journal ppked
Ceramic Technology, 4, 2007, s.350-358

KOVAL, V. - REECE, M.J. - BUSHBY, A.: Enhanced Ferroelectiiop Asymmetry of Lead Zirconate Titanate
Thin Films under Nanoindentation. Journal of Apgliehysics, 101, 2007, s.024113

SAKSL, K. - VOJTECH, D. - FRANZ, H.: Quasicrystal-Crystal Structufaansformation in Al-5 wt.% Mn Alloy.
Journal of Materials Science, 42, 2007, s.7198-7201

CENIGA, L.: Stresses in Superconductor during Oxygenatiarnad of Materials Science, 42, 2007, s.6895-6900
CENIGA, L.: Thermal Stresses and Related Phenomena in Cam@@eiamics. Journal of Materials Science, 42,
2007, s.1202-1227

LUBE, T. -DUSZA, J.: A Silicon Nitride Reference Material - a TestiRgpgram of ESIS TC6. Journal of the
European Ceramic Society, 27, 2007, s.1203-1209

KOVAL, V. - DUSZA, J. - BUSHBY, A. - REECE, M.J.: Local Switching Behaur and Electrical Polarization of
Ferroelectric Thin Films under Nanoindentation.rdaliof the European Ceramic Society, 27, 2004034406
MEDVECKY, L.- KMECOVA, M. - SAKSL, K.: Study of PbZr53Ti,470; Solid Solution Formation by Interaction
of Perovskite Phases. Journal of the European Gei@aciety, 27, 2007, s.2031-2037

CENIGA, L. - DIKO, P.: Analytical Model of Oxygenation-Indut&tresses in YBCO Superconductor. Physica C,
467, 2007, s.179-185

JOVARI, P. -SAKSL, K. - PRYDS, N. - LEBECH, B. - BAILEY, N. - MELLERGARDA. - DELAPLANE, R. -
FRANZ, H.: Atomic Structure of Glassy M@Cw0Y,0 Investigated with EXAFS, X-Ray and Neutron Difftian, and
Reverse Monte Carlo Simulations. Physical Review®,2007, s.054208

KUPKOVA, M. - KUPKA, M. - STROBL, S. CERNY, M. - KHATIBI-DAMAVANDI, G. - GIERL, C.: On a
Discrepancy in Modulus of Elasticity as Determirfiein Separate Resonance Frequencies of a Bar &infierm
Copper-Coated Iron Powder. Scripta Materialia,Z0Q7, s.639-642

ADDA-Dom.karent.¢as.impaktované

LOFAJ, F. - METTEN, L. - SANDE, A. - NILSSON, K. - ERIKSSOM,.: Ductile Cast Iron Inserts for Spent Nuclear
Fuel Disposal: Digital Radiography. Kovové mateyja5, 2007, s.27-34

LOFAJ, F. - METTEN, L. - SANDE, A. - NILSSON, K. - ERIKSSOM,.: Ductile Cast Iron Inserts for Spent Nuclear
Fuel Disposal: Radiography and Fractography. Kovoegerialy, 45, 2007, s.17-26

SPAKOVA, J. - KOVAL CIKOVA, A. - KOVALCIK, J. -DUSZA, J. - LENKEY, G.: Dynamic Fracture Behaviour
of Some Brittle Materials. Kovové materialy, 45070s.209-213

KOVAL CIKOVA, A. - SPAKOVA, J. - DUSZA, J.- BALOG, M. - SAJGALIK, P.: Microstructure and Meanical
Properties of Liquid-Phase-Sintered SiGNgiComposites. Kovové materialy, 45, 2007, s.223-229

KVACKAJ, T. - ZEMKO, M. - KOCISKO, R. - KUSKULIC, T. POKORNY, I. -BESTERCI, M. - SULLEIOVA,

K. - MOLNAROVA, M. - KOVACOVA, A.: Simulation of ECAP Process by Finite Elem#lethod. Kovové
materidly, 45, 2007, s.249-254

BALOG, M. - KOVAL CIKOVA, A. - ZALITE, I. - LENCES, Z.: Sintering of $N, Nano-Powder Prepared by
Plasma Synthesis. Kovové materialy, 45, 2007, s1985



DURISIN, J. - OROLINOVA, M. - DURISINOVA, K. - BESTERCI, M.: Texture of Extruded Al-AC; Material.
Kovové materialy, 45, 2007, s.269-274

Pisomnéaéast’ PhD.slov.

HEGEDUSOVA, L.: Kontaktna pevnasa Gnava krehkych materialov. Pisomna praca k tizesj skuske. Kosice :
UMV SAV 2007, 57 s.

AGL-podany vynalez, patent dom.

KOVA C, F.- STOYKA, V.: Spbésob vyroby zrnovo orientovanych elektroteckyib oceli. Ziadoso udelenie
patentu. PP-0150-2007

eSte nepublikované

BESTERCI, M. - SULLEIOVA, K. - KVACKAJ, T.: Influence of Heat Treatment on KineticsQdrbonisation,
Microstructure and Properties of Al-&l; System Prepared by Mechanical Alloying. 16th letlfor Heat Treatment
and Surface Eng.Congress. Brisbane

FABEROVA, M. - JAKUBECZYOVA, D. : Technological and Microstructural Properties apRl Solidified Powder
of PM HSS. Acta Metallurgica Slovaca 4x

BLACH, J. - SEVC, P.- VYROSTKOVA, A. : Vplyv vodika na vrubovl pevnps poruSovanie heterogénneho
zvarového spoja Cr-Mo-V oceli pre energeticky psieal pritahovom namahani. Acta Metallurgica Slovaca 5x
BESTERCI, M. - VELGOSOVA, O. - IVAN, J. - KVACKAJ, T.: Fracture Mechanism of Al-4C; System by ""in
situ tensile test in SEM™. ICCM-16. Internatior@bnference of Composite Materials. Kyoto

KOVA C, F.- STOYKA, V. - PETRYSHYNETS, I.: Strain Induced Grain Growth in Non-Oriented Efieetl Steels.
Journal of Magnetism and Magnetic Materials 7x

STOYKA, V. - KOVA C, F.: Texture Development in Grain Oriented Electri8t#els under Dynamical Heat
Treatment Conditions. Journal of Magnetism and MdigrMaterials 8x

SAKSL, K. - ZAJAC, D. - MICHALIK, S. - JIANG, J.: XAFS Sigria Measured in Transmission and Total Electron
Yield Mode. Measurement

BIDULSKY, R. - KABATOVA, M. : Effect of Shot Peening on Fatigue Propertiesesf¥-Mo-0,7C Sintered Steels.
Metalurgija 1x

STALLER, O. - HOLZMANN, D. - GRITZNER, G. - DIKO, P-MIKOLAJ, D. -KOVA C, F.: Textured Ni Tapes
Prepared from Commercially Available Material. PlhgsC x

AFDA-Publ.prisp.na medz.konf.v SR

FERDINANDY, M. -DUSZA, J.-LOFAJ, F. - KAVECANSKY, V.: Vplyv uhla dopadiastic Ti pri EB-PVD
procese na textdru povlakov TiN. Acta Mechanicav&ba, 11, 2007, 4-C, s.60-65

FABEROVA, M. - BURES, R.- JAKUBECZYOVA, D. : Analysis of the Influence of Heat Treatment on
Distribution of Carbide Phases in PM Nb Steel. Adetallurgica Slovaca, 13, 2007, spec.iss., s.828!-8
HEGEDUSOVA, L. - KOVES, T. - DUSZA, J.: Contact Strength Measurements and Cone Crackafmnmof SN,
and SiC Based Ceramics. Acta Metallurgica Slova8a2007, spec.iss., s.737-740

STROBL, S. KUPKOVA, M. : Copper-Coated Sintered Iron Powders with Micrdggat Structures. Acta
Metallurgica Slovaca, 13, 2007, spec.iss., 5.833-83

DORCAKOVA, F. - DUSZA, J.- KOVES, T. - DE PORTU, G.: Creep Behaviour of ,8k/Al,05+2rO, Layered
Composite. Acta Metallurgica Slovaca, 13, 2007¢cdpse., S.764-767

HAGAROVA, M. - JAKUBECZYOVA, D. - STEPANEK, I.: Determination of Properties of PVD Coafs. Acta
Metallurgica Slovaca, 13, 2007, spec.iss., s.887-89

KOVAL CIKOVA, A. - SPAKOVA, J. - DUSZA, J. - BALOG, M.: Effect of the Heat Treatment on the
Microstructure and Strength of LPS SiC CeramicgaAdetallurgica Slovaca, 13, 2007, spec.iss., s733
KOLLAROVA, M. -DZUPON, M. - LESKO, A.: Formation and Development of Inteiéa¢ayer in the Coatings of
the Galvannealed Steel Sheets. Acta Metallurgioae8h, 13, 2007, spec.iss., s.891-895

SPAKOVA, J. - KOVAL CIKOVA, A. -DUSZA, J.- JUHASZ, A.: Indentation Fracture Toughness anding’s
Modulus of Silicon Nitride. Acta Metallurgica Slosa, 13, 2007, spec.iss., s.745-748



KOVA C, F.- WANG, J. -STOYKA, V.: Investigation of Grain Boundary Motion in Non-©nted Electrical Steels.
Acta Metallurgica Slovaca, 13, 2007, spec.iss7&.182

KABATOVA, M. - DUDROVA, E. - KAYTBAY, S.: Microstructure and Failure Behaviour of the F&E&-C
Sintered Steels. Acta Metallurgica Slovaca, 13,72@pec.iss., s.829-832

DUDROVA, E. - MITCHELL, S.C. -KABATOVA, M. - WRONSKI, A.S. BIDULSKY, R.: Microstructure
Development in Fe-Mn-C Compacts Resulting from Septering. Acta Metallurgica Slovaca, 13, 200 &Gfss.,
s.787-794

STOYKA, V. -KOVA C, F. - SIDOR, J.: Microstructure Development of GO Steels under @&yital Heat
Treatment Conditions. Acta Metallurgica Slovaca, 2807, spec.iss., s.183-189

HOMOLOVA, V. -VYROSTKOVA, A. : Phase Analysis of Model Fe-B-V Alloys. Acta Métiafjica Slovaca, 13,
2007, spec.iss., s.242-246

MIKOLAJ, D. - MAREK, P.: Plasticity Degradation Behaviour bétAs Cast Low Carbon Steels in the Region of the
Gamma - a Transformation. Acta Metallurgica Sloyd& 2007, spec.iss., s.405-408

BURES, R.- FABEROVA, M. - JAKUBECZYOVA, D. : Quantification of Carbides Distribution in Higip&d PM
Steels. Acta Metallurgica Slovaca, 13, 2007, spe6.5.146-150

CAJKOVA, L. - DUDROVA, E. - KABATOVA, M. : The Effect of Notch Geometry on the Fracture Trmess of
Cr-Alloyed Sintered Steel. Acta Metallurgica Sloaat3, 2007, spec.iss., s.837-841

TRPCEVSKA, J. -JAKUBECZYOVA, D. - BRIANCIN, J. - ZDRAVECKA, E. - ZORAWSKI, W.: Thermally
Sprayed WC-Co Coatings Prepared by HVYOF Methoda Mettallurgica Slovaca, 13, 2007, spec.iss., & -
CENIGA, L.: Condition for Thermal-Stress Induced Crackindg.@minar System. Acta Metallurgica Slovaca, 13,
2007, spec.iss.1, s.191-195

SPAKOVA, J. - KOVAL CIKOVA, A. -DUSZA, J. - HNATKO, M. - SAJGALIK, P.: Indentation Tests 8isN,-
SiC Nanocomposites. Acta Metallurgica Slovaca,2087, spec.iss.1, s.96-100

BRUNCKOVA, H. - MEDVECKY, L.-MIHALIK, J. -DURISIN, J.: Influence of Tartaric Acid in Nb-Complex
on Phase Composition of PMN Precursors by Sol-8githesis. Acta Metallurgica Slovaca, 13, 2007¢csge 1,
s.101-105

KUPKOVA, M. - KUPKA, M.: Modeling the Unusual Bending propesgiof Carbon Nanotubes by Means of
Continuum Tubes Made of Material with Different Bda and Compressive Moduli. Acta Metallurgica %loa, 13,
2007, spec.iss.1, s.205-209

FERDINANDY, M. -LOFAJ, F. - DUSZA, J.- DURISIN, J.: The Effect of Deposition Conditions on Texturelan
Wear Resistance of EB PVD TiN Coatings. Acta Mettglica Slovaca, 13, 2007, spec.iss.1, s.144-149
DUDROVA, E. - KABATOVA, M. : Fracture Surface Analysis. Design and CapatslitiePM Components and
Materials. A Residental Training Course for Youngtktials/Design Engineers. Laboratory Work. KoSR®6.-
1.7.2007. Kosice : UMV SAV 2007, s.67-83

DZUPON, M. - PARILAK, L.: Mechanical Properties. Design and CapabilitieBMfComponents and Materials. A
Residental Training Course for Young Materials/@adtngineers. Laboratory Work. KoSice, 23.6.-1.02&oSice :
UMV SAV 2007, s.25-36

SELECKA, M. : Microstructure Analyses - Light Optical Microsgofl. OM). Design and Capabilities of PM
Components and Materials. A Residental Trainingr€etor Young Materials/Design Engineers. Laboratiork.
Kosice, 23.6.-1.7.2007. Kosice : UMV SAV 2007, s58.

MIKOLAJ, D. : Microstructure Analyses - SEM, EBSD, EDS. Desigwl Capabilities of PM Components and
Materials. A Residental Training Course for Youngtktials/Design Engineers. Laboratory Work. KoSR®6.-
1.7.2007. Kosice : UMV SAV 2007, s.59-65

BIDULSKY, R. - DZUNDA, R.: Powder Properties, Compacting and Green Chaizatien. Design and Capabilities
of PM Components and Materials. A Residental Trgjr€ourse for Young Materials/Design Engineers.dratory
Work. Kosice, 23.6.-1.7.2007. Kosice : UMV SAV 2087M-15

HRYHA, E.: Sintering, Atmosphere Monitoring. Design and Calities of PM Components and Materials. A
Residental Training Course for Young Materials/@adtngineers. Laboratory Work. KoSice, 23.6.-1.02&oSice :
UMV SAV 2007, s.17-23

ADEA-Zahr.nekarent. ¢éas.impaktované

BESTERCI, M. - HVIZDOS, P. - SULLEIOVA, K. - EDTMAIER, Ch.: Processing, Microstructure ana:€p
Testing of Pt-¥O; Composites. Materials and Design, 28, 2007, s.254(3

DZUPON, M. - PARILAK, L.-KOLLAROVA, M. -SINAIOVA, I. : Dual Phase Ferrite-Martensitic Steel Micro-
Alloyed with V-Nb. Metalurgija, 46, 2007, 1, s.19-2

KOLLAROVA, M. -DZUPON, M. - LESKO, A. -PARILAK, L.: Formation of Outburst Structure in Hot Dip
Galvannealed Coatings on IF Steels. Metalurgija 2067, 1, s.9-14



BIDULSKA, J. - KVACKAJ, T. -BIDULSKY, R. - CABBIBO, M. - EVANGELISTA, E.: Effect of Low Stin Rate
on Formability of Aluminium Alloy. Metalurgija, 4&007, 3, s.157-159

ADEB-Zahr.nekarent.¢as.neimpaktované

GALLO, J. - STEWART, T. - NOVOTNY, R. PUSZA, J. - GALUSEK, D.: Early fracture of a plasma cup cai@
liner: a case report and surface analysis. Biona¢&lapers of the Medical Faculty of the Univer§iglacky, 151,
2007, s.341-346

HAGAROVA, M. - JAKUBECZYOVA, D. - VOJTKO, M.: PVD Coatings Applied on the Tool 8 Journal of
Metals, Materials and Minerals, 17, 2007, s.29-33

ADFB-Dom.nekarent.éas.neimpaktované

KVACKAJ, T. - ZEMKO, M. - KOCISKO, R. - KUSKULIC, T. POKORNY, I. -BESTERCI, M. - SULLEIOVA,

K. - MOLNAROVA, M. - KOVACOVA, A.: Matematické simulacie procesu ECAP pomobtiiP a vplyv IPD na
vlastnosti ultrajemnozrnnych Struktdar vybranych englov. Acta Metallurgica Slovaca, 13, 2007, 314-319
DORCAK, L. - TERPAK, J. - PETRAS, I.DORCAKOVA, F.: Electronic Realization of the Fractional-Order
Systems. Acta Montanistica Slovaca, 12, 2007,231s237

DORCAK, L. - TERPAK, J. - PAPAJOVA, M. PORCAKOVA, F. - PIVKA, L.: Design of the Fractional-Order PI
AlphaD Delta Controllers Based on the Optimizatidth Self-Organizing Migrating Algorithm. Acta Moanistica
Slovaca, 12, 2007, 4, s.285-293

CAJKOVA, L. -DUDROVA, E. - KABATOVA, M. : Vplyv mikrostruktiry spekanych oceli na iniciacirenie
trhlin pri statickom namahani. Materialové inzZisteo, 14, 2007, 3, s.199-202

BIDULSKY, R. - RODZINAK, D.: Vplyv shot peeningu na Ginavové vlastnoséidgiegovanych spekanych oceli na
baze Cr a Mo s pridavkom [0,3-0,7]%C. Materidlav&nierstvo, 14, 2007, 3, s.57-60

KABATOVA, M. -DUDROVA, E. - WRONSKI, A.S. BIDULSKY, R.: Fatigue Crack Initiation and Short Crack
Growth in Sintered Fe-1,5Cr-0,2Mo-0,7C Steel. Pavdetallurgy Progress, 7, 2007, 1, s.20-34

TRPCEVSKA, J. - ZORAWSKI, W. JAKUBECZYOVA, D. - BRIANCIN, J. - ZDRAVECKA, E.: Investigation of
Microstructures of Plasma and HVOF Sprayed Carbidatings. Powder Metallurgy Progress, 7, 2007,52-58
KUPKOVA, M. - KUPKA, M. - STROBL, S. - GIERL, C. - WAGESREITHE J.: On the Unusual Dimensional
Response of Compacted Copper-Coated Iron Powd&istering. Powder Metallurgy Progress, 7, 200%.35-43
KOVAL CIKOVA, A. - DUSZA, J.: Effect of Annealing on the Microstructure and Manical Properties of Liquid-
Phase-Sintered Silicon Carbide. Powder Metallungpgkess, 7, 2007, 4, s.205-212

BURES, R.- FABEROVA, M. : Heat Treatment Influence on Carbidic Phase mistion and Hardness of PM HSS
with Niobium Addition. Powder Metallurgy Progre§s,2007, 4, s.198-204

HRYHA, E. -CAJKOVA, L. - DUDROVA, E.: Study of Reduction/Oxidation Processes in Cr-Meaffoyed Steels
during Sintering by Continuous Atmosphere MonitgriRowder Metallurgy Progress, 7, 2007, 4, s.181-19
GYUROV, S. - GEORGIEV, J.SELECKA, M. - BENDEREVA, E. - VALOV, R.: Study on the Carbotheal
Reduction of Coated with Hydrocarbons Powdered;\iGhe Temperature Interval 20-1000 C. Powder Metgy
Progress, 7, 2007, 4, s.221-229

FEDORKOVA, A. - ORNAKOVA, R. - KUPKOVA, M. - DUDROVA, E. - KABATOVA, M. : Corrosion
Behaviour of Coated Hollow Spheres in Acetate Buffidh KCI. Powder Metallurgy Progress, 7, 2007, 2ps.103-
110

SELECKA, M. -SALAK, A. -BURES, R.- PARILAK, L.: Formation of Boride Layers on PM Steels duringt&i
Boriding. Powder Metallurgy Progress, 7, 2007,3)c5.164-172

SALAK, A. - SELECKA, M. : Factors Deteriorating the Machinability of SireerSteels. Vyrobné inZinierstvo, 6,
2007, 1, s.16-20

SALAK, A. - VASILKO, K. - SELECKA, M. : Effect of Porosity and Alloying on Machinabiliof Sintered Steels
Investigated in Face Turning. Vyrobné inzinierst§p2007, 3, s.54-58

BIDULSKY, R. - DZUNDA, R.: Porovnanie sypnych vlastnosti praskovych kovostédoy AE a Distaloy AE + C.
Vyrobné inzinierstvo, 6, 2007, 4, s.49-54

AFC-Publikované prispevky na zahr.konf.

KVACKAJ, T. - KOCISKO, R. BESTERCI, M. - POKORNY, I. - KUSKULIC, T. SULLEIOVA, K. -
MOLNAROVA, M. - KOVACOVA, A. - SLABEYCIUSOVA, S. - DONC, T.: Mathematical Simulation and
Experiments of ECAP. Acta Metallurgica Slovaca, 2807, s.47-53



GEORGIEV, J. - GYUROV, S. - BENDEREVA, ESELECKA, M. : Investigation of Reduction Process Kinetics for
WO; Covered with Hydrocarbons. Néi izvestija, 14, 2007, 3, s.253-258

AFBA-Pozv.prisp.na medz.konf.v SR

MEDVECKY, L.: Bio-Materials. In: Design and Capabilities of RdMmponents and Materials. A Residental
Training Course for Young Materials/Design Engirse&fol. 2. KoSice, 23.6.-1.7.2007. EPMA 2007, s-532

DUSZA, J.: Ceramic and Metal-Matrix Composites. In: Desigidl £apabilities of PM Components and Materials. A
Residental Training Course for Young Materials/@adtngineers. Vol. 2. KoSice, 23.6.-1.7.2007. EPR087, s.319-
354

DUDROVA, E. - KABATOVA, M. : Microstructural Defects and Properties. In: Dasigd Capabilities of PM
Components and Materials. A Residental Trainingr€etfor Young Materials/Design Engineers. Vol. 2si€e,
23.6.-1.7.2007. EPMA 2007, s.513-535

AFFA-Abstrakty pozv.prisp.z medz.k.v SR

DUSZA, J. - SAJGALIK, P.: Ceramic Nanocomposites. In: Narh2€07. 4th International Conference on
Nanosciences and Nanotechnologies.. Bratislaval4.1.1.2007. Ed. F.Simaik a kol. B.V. 2007, s.L19

AGK-Vynalez, patent priznany dom.

MEDVECKY, L.-BRIANCIN, J.: Praskovy systémaeny do litiovej sekundarnej batérie. Paier285607.

Bratislava : UPV SR 2007

DURISIN, J. - OROLINOVA, M. -DURISINOVA, K. - SAKSL, K.: Priprava nanokrystalickych praskovych zmesi
met6dou dynamickej redukcie. Patén285928. Banskéa Bystrica : UPV SR 2007

AAA-Vedecké monografie zahrantné

CENIGA, L.: Analytical Models of Thermal Stresses in Composiaterials Il. Nova Science Publishers. New York
2007, 204 s.

AED-Ved.prace v dom.recenz.zbor.nekonf.

TRPCEVSKA, J. - VELGOSOVA, O. - BRIAKIN, J. -JAKUBECZYOVA, D. : The Effect of Thermally Sprayed
Powder Materials on Residual Stress State in Seiffagers. In: Research Development Projects. ENiZik a kol..
KoSice : HF TU 2007, s.78-79

AEDA-Ved.pr.v dom.recen.ved.zbor.konf.

KOLESAR, V. -SAKSL, K. - BRZOZKA, K. - CSACH, K.: Structure and MagneRcoperties of F8.5-
xV,CuNb3Si;3.5B, Alloys. In: 16th Conference of Slovak Physicigiina, 10.-13.9.2007. Ed. M. Reiffers. Slovak
Physical Society 2007, s.71-72

BRUNCKOVA, H. - MEDVECKY, L.-MIHALIK, J. : Influence of Sintering Temperature on the PyroghPhase
Content in PMN-PFN Ceramics by Sol-Gel SynthesisPriprava keramickych materialov. 7. medzinarodna
konferencia. Hdiany, 18.-20.6.2007. Ed. B.PleSingerova. KoSice 2007, s.34-35

MEDVECKY, L.-STULAJTEROVA, R. - PARILAK, L.: Release of Tetracycline from Porous Calcium
Phosphates. In: Priprava keramickych materialométdzinarodna konferencia. Hany, 18.-20.6.2007. Ed.
B.PleSingerova. Kosice : TU 2007, s.64-65

STULAJTEROVA, R. - MEDVECKY, L.: Transformation of Brushite to Hydroxyapatite iqueous Solutions. In:
Priprava keramickych materidlov. 7. medzinarodnéd@ncia. Hdiany, 18.-20.6.2007. Ed. B.PleSingerova. KoSice :
TU 2007, s.60-61



AECA-Ved.pr.v zahr.recen.ved.zbor.konf.

SELECKA, M. -SALAK, A. - PIECZONKA, T. - STOYTCHEV, M.: Solid Phase-GalsaRe Sintering and Alloying
of Powder Fe-Mn Steels Observed by DilatometryBumo PM 2007. International Powder Metallurgy Casg and
Exhibition. Vol. 1. Toulouse, 15.-17.10.2007. EPMB07, s.47-52

HRYHA, E. - ZUBKO, P. -DUDROVA, E. - PESEK, L. - BENGTSSON, S.: An Application of Waisal Hardness
Test to Metal Powder Particles. In: Euro PM 20@fetnational Powder Metallurgy Congress and ExioibitVol. 2.
Toulouse, 15.-17.10.2007. EPMA 2007, s.45-50

HRYHA, E. - DUDROVA, E. - BENGTSSON, S.: Influence of Powder PropertiesCompressibility of Pre-Alloyed
Atomized Powders. In: Euro PM 2007. InternationavBer Metallurgy Congress and Exhibition. Vol. ®ulouse,
15.-17.10.2007. EPMA 2007, s.3-8

MAROQOS, M. - KAULICS, N. -DUSZA, J.: Characterization of Dynamic Failure Process g$Ceramics. Part 2;
Dynamic Fracture Toughness. In: Fractography oé&da and Ceramics V. 5th Conference. Rochest&@.8.2006.
Ed. J.R.Varner. Hoboken : John Wiley and Sons,2007, s.435-453

SAVKOVA, J. - BLAHOVA, 0. -JAKUBECZYOVA, D. : Tribological properties of PVD coatings depositetcold
working tool steels. In: International Science Goahce of Materials Science and Manufacturing Teldyy. Praha,
26.-27.6.2007. Ed. R. Chitorsky. PrahaCeska zerddélska univerzita 2007

BESTERCI, M. - KVACKAJ, T. -SULLEIOVA, K. : Development of Nanostructure and Mechanical Prigse
Analysis of Copper Prepared by ECAP Method. In:fdiand Nano-Technology. 2nd Vienna International
Conference. Vienna, 14.-16.3.2007. Ed. W.J. Bavien : OTG 2007, s.83-87

AFA-Publik.pozvané referaty na zahr.konf

DUSZA, J.: Ceramic Nanocomposites. Carpathian Virtual logifor Research and Innovation. Summer School.
Miskolctapolca, 28.-30.8.2007. Internet 2007, s.web

KASIAROVA, M. -DUSZA, J.: Fracture and Fractography of$i-SiC Nanocomposites. Fractography of Glasses
and Ceramics V. 5th Conference. Rochester, 9.-4@08. Ed. J.R.Varner. Hoboken : John Wiley and Siires 2007
DURISIN, J. - OROLINOVA, M. -DURISINOVA, K. - BESTERCI, M. - SEVC, P: Vplyv mnoZstva sekundarnej
fazy na prednostnua orientaciu Struktary v systéhalACs;. Transactions of the Technical University of Kasi2007,
mimor¢., s.341-350

AFHA-Abstrakty prisp.z medz.konf.v SR

DUSZA, J.- BASTL, Z. - MORGIEL, J. - SVEC, P.: Charactetipa of Hollow Carbon Nanofibers. In: Nanoved
2007. 4th International Conference on NanoscieaoesNanotechnologies. Abstracts. Bratislava, 1111.2007. Ed.
F.Simarik a kol.. B.V. 2007, s.P6

HEGEDUSOVA, L. - DUSZA, J. - HNATKO, M. - SAJGALIK, P.: Contact Strength of;8,+SiC Nanoceramics.
In: Nanoved 2007. 4th International Conference and$ciences and Nanotechnologies. Abstracts. Bradisl1.-
14.11.2007. Ed. F.Simaik a kol.. B.V. 2007, s.P8

SPAKOVA, J. - DUSZOVA, A. -HEGEDUSOVA, L. - DUSZA, J.: Indentation Tests of CNT+ZegGComposite. In:
Nanoved 2007. 4th International Conference on Neiroses and Nanotechnologies. Abstracts. Bratistbl/a
14.11.2007. Ed. F.Simaik a kol.. B.V. 2007, s.P26

KASIAROVA, M. - SHOLLOCK, B. - BOCCACCINI, A.R. DUSZA, J.: Microstructure and Creep Deformation of
SisN4-SiC Micro/Nanocomposite. In: Nanoved 2007. 4tletnational Conference on Nanosciences and
Nanotechnologies. Abstracts. Bratislava, 11.-12007. Ed. F.Simatik a kol.. B.V. 2007, s.L20

KOVAL CIKOVA, A. -DUSZA, J.- BALOG, M. - SAJGALIK, P.: Microstructure and Meanical Properties of
Silicon Carbide Based Ceramics. In: Nanoved 2067 Irternational Conference on Nanosciences and
Nanotechnologies. Abstracts. Bratislava, 11.-12007. Ed. F.Simatik a kol.. B.V. 2007, s.P11

LOFAJ, F. - FERDINANDY, M. - JUHASZ, A.: Microstructure and Properties of PMWIC/C Coatings. In: Nanoved
2007. 4th International Conference on NanoscieaodsNanotechnologies. Abstracts. Bratislava, 1111.2007. Ed.
F.Simarik a kol.. B.V. 2007, s.L15

DAla-Kvalif. prace-doktorandské slov.

HRYHA, E.: Fundamental Study of Mn Containing PM Steels witloying Method of Both Premix and Pre-Alloy.
Dizertana praca. KoSice : UMV SAV 2007, 252 s.



STOYKA, V.: Grain Boundary Motion and Microstructure Designin Progressive Electrical Steels. Dizéna
praca. Kosice : UMV SAV 2007, 96 s.

CAJKOVA, L. : Pevnos a htZzevnatasmodernych vysokopevnych spekanych oceli. Dizeégraca. Kosice : UMV
SAV 2007, 177 s.

KOVAL CIKOVA, A. : Stadium mikrostruktiry a mechanickych viastnossiteridlov na baze SiC. Dizetta praca.
Kosice : UMV SAV 2007, 135 s.

BEF-Odb.prace v dom.nerecenz.zbornikoch

SEVC, P: Ustav materialového vyskumu SAV - partner HF TaJwedeckom vyskume a vedeckej vychove. In:
Tradicia a budicnésy metalurgii a v materialovych technolégiach. Keneincia z prilezitosti 55. Vyita zaloZenia
Hutnickej fakulty TU v KoSiciach. KoSice, 24.10.20KoSice : HF TU 2007, s.10-12

AFK-Postery zo zahranknych konferencii

KOVAL, V. - REECE, M.J. - BUSHBY, A.: The Effect of Sphellitdanoindentation on the Local Ferroelectric and
Piezoelectric Response of Lead Zirconate TitandeskIn: 2007 U.S. Navy Workshop on Acoustic Trdunstion
Materials and Devices. State College, 15.-17.5.2B0V. 2007, s.CD-ROM

AEEA-Ved.pr.v zahr.nerec.ved.zbor.konf.

FEDORKOVA, A. - ORNAKOVA, R. - KUPKOVA, M. - KABATOVA, M. - DUDROVA, E. - ORNAK, A.:
Electrochemical Behaviour of Coated Hollow Sphehas?7. Pracovni setkani fyzikalnich chefinik elektrochemii
Brno, 29.-30.1.2007. Brno : Masarykova univerzit@?2, s.40-42

DUDROVA, E.: Utilizing Manganese in PM Steels. In: A Look aétPM Industry with an End-User Perspective.
Hbéganas Chair Seminar. Trento, 24.-25.5.2007. B0@7, s.CD ROM

MANDZIEJ, S.T. -VYROSTKOVA, A. - SOLAR, M.: Accelerated Creep Testing of New @r&esisting Weld
Metals. In: Integrity of High Temperature Weldsd 3nternational Conference. London, 24.-25.4.20®@ndon : IOM
Communication Ltd. 2007, s.165-174

KOLLAROVA, M. - ZMRZLY, M. - SCHNEEWEISS, O. PARILAK, L.-DURISIN, J.: Charakterizovanie
fazového zloZenia povlakov Zihanych pozinkovanyodf@vych plechov. In: Metal 2007. 16. Mezinarodni lerehce
metalurgie a materiél Hradec nad Moravici, 22.-24.5.2007. Ostrava :géar2007, s.CD-ROM
JAKUBECZYOVA, D. - HAGAROVA, M. - FABEROVA, M. : Stidium tenkych PVD-vrstiev aplikovanych na
nastrojovi PM ocdg In: Metal 2007. 16. Mezinarodni konference matikia materidl. Hradec nad Moravici, 22.-
24.5.2007. Ostrava : Tanger 2007, s.CD-ROM

FABEROVA, M. - JAKUBECZYOVA, D. : Vplyv povlakovania na zvySenie reznych vlastnasaterialu S590. In:
Metal 2007. 16. Mezinarodni konference metalurgieaderiali. Hradec nad Moravici, 22.-24.5.2007. Ostrava :gean
2007, s.CD-ROM

JAKUBECZYOVA, D. - SAVKOVA, J. - HAGAROVA, M.: Tribologické meraniaa tenkych povlakoch
deponovanych PVD-metddou. In: Vrstvy a poviaky 2087 anik konference. Roznov pod Radhwst 29.-
30.10.2007. Tretin : Digital Graphic 2007, s.159-162

HAGAROVA, M. - JAKUBECZYOVA, D. - SAVKOVA, J. - MRVA, P. - KOTTFER, D.: Tribologk# skisky
TiAIN povlaku deponovaného na nastrojovu lbde: Vrstvy a povliaky 2007. 6. &aik konference. Roznov pod
Radho&tm, 29.-30.10.2007. Trem : Digital Graphic 2007, s.43-48

FERDINANDY, M. - LOFAJ, F. - DUSZA, J. - KAVECANSKY, V.: Vplyv uhla dopadwastic Ti na texturu
povlakov TiN. In: Vrstvy a povlaky 2007. 6.¢0ik konference. RoZznov pod Radhwst 29.-30.10.2007. Trém :
Digital Graphic 2007, s.39-42

AEFA-Ved.pr.v dom.nerec.ved.zb.konf.

SPAKOVA, J. - DUSZA, J.: Indent&né metddy Stadia mechanickych vlastnosti monolibr®kN, a SEN4+SiC
Nanokompozitov. In: SEMDOK 2007. 12th InternationdPhD. Student’s Seminar. Zilinai®u, 25.-26.1.2007.
Zilina : University of Zilina 2007, s.203-206



CAJKOVA, L. - DUDROVA, E. - KABATOVA, M. : Vplyv obsahu uhlika a geometrie vrubu na lomovu
hazevnatos Fe-Cr-Mo spekanej ocele. In: SEMDOK 2007. 12tleinational of PhD. Student’s Seminar. Zilina-
Sirov, 25.-26.1.2007. Zilina : University of Zilina @0, s.116-119

KOVAL CIKOVA, A. -DUSZA, J.: Vplyv tepelného spracovania na mikrotruktiruechanické vlastnosti
SiC/SiN, kompozitov. In: SEMDOK 2007. 12th InternationalRtiD. Student’s Seminar. Zilina{®, 25.-26.1.2007.
Zilina : University of Zilina 2007, s.215-218

ABC-Kapitoly v zahr.ved.monografiach

DURISIN, J. - OROLINOVA, M. - DURISINOVA, K. : Powder Metallurgy of Aluminium. In: Aluminium Matials
and Technologies from A to Z. Ed. Ed. S. Michnaoh.kD&¢in : Alcan 2007, s.520-543

LOFAJ, F.: Creep Mechanism and Microstructure Evolutionilic&n Nitride Ceramics. In: International Jourrl
Materials and Product Technology, 28, 2007, 3485513

BESTERCI, M. - VELGOSOVA, 0. - PESEK, L.: Mechanical Propertadndividual Phases, Deformation and
Fracture in Mechanically Alloyed Al-AC; Composite. In: International Journal of Materiatel Product Technology,
28, 2007, 3/4, s.448-467

AFG-Abstrakty prispevkov zo zahr.konf.

STOYKA, V. -KOVA C, F. - KVACKAJ, T.: Influence of Cold Rolling Reductions onaBr Growth Character in Fe-
3%Si Steel. In: 52nd Annual Conference on Magnetsich Magnetic Materials. MMM 2007. Abstracts. Tanpa
9.11.2007. B.V. 2007, s.40

HOMOLOVA, V. -VYROSTKOVA, A. : Phase Analysis of Ternary Model Fe-B-V Alloysl&63 K. In: Associated
Phase Diagram and Thermodynamics Commitee. APDTCZ.2IDth International Workshop. Abstracts. Buckre
28.-30.9.2007. B.V. 2007

KOVA C, F.- STOYKA, V. - PETRYSHYNETS, I.: Strain Induced Grain Growth in Non-Oriented Efieetl Steels.
In: Soft Magnetic Materials Conference. SMM 18. Bad Abstracts. Cardiff, 2.-5.9.2007. B.V. 2007243

STOYKA, V. - KOVA C, F.: Texture Development in Grain Oriented Electri8&els under Dynamical Heat
Treatment Conditions. In; Soft Magnetic Materialsnference. SMM 18. Book of Abstracts. Cardiff, 2-:2007. B.V.
2007, s.256



